PROCUCT BULLETIN | JOINT COMFOUND BULLETIN'NO:  J 6003
DRYWALL ACCESSORY { POLYMERIC BASE) DATE: 3/28/72 ,
PRODUCTS - S | PAGE: Clof2
APPROVAIS: o | PRODUCING PLANT CANCELS, T 6003 |
: S ' SEATTLE | DATE: _8/25/69 E
BULLETIN ' DESCRIPTION - % pooNDS | GALIOWS
220 Vhiting, RM . | 63.63 1300 |
251 Mica, AMC - 1225 | 250
442 .We.stal 202 Tale B 734 150
045 | Asbestos 7 RF 10 _ | e | 200
166 Hamaco 277 Gum . - | 4e9 © 100
330 | Polyvinyl Alechel o a0
453 :Présérvative:l.- : ‘ - ' o 15 . 3
244 | Methocer s mG . . - .49 10
foraL o 100,00, | 2043 .

MANUFACTURING. INSTRUCTIONS:
1. See Process Bulletin J 303,
2. Mixing time shall be & minutes minimum end 12 minutes maximum,

SUALTIY CONTRQL:
™-1 Viscosity, 150 gm eylinder &€ 5 Sec :

200 gm to 170 ce water © 38 = 40 mm
TM-3 Tape Bond o 9-10 )
T™-6 ] Application : B Equal to Staﬁdard“.
-7 Workability | | : | Equal to Sténdard
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PRODUCT BULIETIN

“ BULLETIN NO: J 6003

DRYWALL ACCESSORY - JOINT COMPOUND \ -
. DATE: " 3/28/72
PRODUCTS _ (POL'IME#IC BASE) N PAGE -. 3 of 2
APPROVALS: TCANCELS: 7 6003
. DATE: 8/25/69 .-
ROLUCT_SPECTFTCATIONS:
| me1 Viscosity 150 gm cylinder @ 5 sec | o o
L ,_200 gn to 170 ce water ‘ o 38 - 40m -
CTME1A Viscosity (mixing water . of 1'?0 cc/ _ - o
200 gm) (Sq T C.,@85 RFM, ‘Helipath = S S
| motor on) .- s ' 150,000 to 325,000 cps .
TM-2 pH (Beclunan meter) | '8..0"-1:0-- 9.2 N s r
T3 --Tape Bond @ 70°F, 40..70% RH 9-10
TH=3 Tape Bord @ 42°F, 50-90% Ri 8-9
S (after recovery "at room temperature) L
| TM-5 - ' ,,Open Time e 70° F (m:.nutes) ' 15 iﬁihiium 2 ' %
© M- Shrinkage (cup method) maximum 35% i
- TM-10 Edge Cracking @ 110 F (normal test) _ None -
T™-12 ' Grit' percent total ‘ ' A1 passing 80 mesh
' : . sereen O, 05% : .
™-16 _ 'Rate of We'bting ( seconds) . 30 maximum
T™-18 ',Water Reslstance( mmutes) ' 2 minimum
™25 -Ngrmal Applicatiox; Consistency, cc 82 « 87
3
£
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7 6003
EST REPORT

Test Method

ML

-2

e
51P-TM-5
- IM-10

T™=12

™-16
me1s
TM-25:

Viscosity 150 gn cylihdef @
5 Sec 200 gm to 170 ce water

Viscssity (mixing ‘water of 170 .
L ¢e/200 gm) (Sq T.C., @ 5 RPM,
Hel:’.-path motor on) :

i (Beckman meter)

-'l‘ape Bond @ 70°F 40—70% RH

-.'.‘Tape Bond @ 42 F 50-90% RH -

(After recovery at room temp)

- Opent’ Time @ 70% (minutes)

Shrmkage (cup method), maximum

..Edge Craclci.ng @ 110° F (ncrmal

test)

- Grit - per_cent 'total

Rate of Wettmg (seconds)

-Water Resmtance (minutes)

Normal Application ansistencjr; ee |

_ . . . Test Result
Specification  Bateh 3-17-2 JC

38~ 40 mn 38
150,000 -325,000 208,000
80-92 9.1
9-10 10
8-9  9-10"
15 @isimuml' 19 _
358 28.0
. _Néné " Nome -
All pessing 80 mesh  Passes
scereen 0,05% : e
| 30 maximmum Pa'sse.s '
2 l_ﬁihimum": | 10
g2-8 85
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